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.,;% ( Subject of testing:  Security glazing Pilkington Optilam™ 8,8 ot Y,
~ with construction described in Test Report No. 025.W.14.AK, ’? 23
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‘%; ] produced by Pilkington Polska Sp. z o.o. =2
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X /(( G according to PN-EN 356: 2000 ,,Glass in building — Security glazing % ))\,33
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TN Judgement: As a results tests was affirmed that security glazing 5 D))
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}g _ Pilkington Optilam™ 8,8 produced by Pilkington Polska Sp. 7 o.o.

‘::////( ‘(’ complies requirements for class P2A of security glazing ; »\gﬁ
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0 The basic of judgement: Test Report No. 025.W.14.AK, 5))&
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